










Canal Run – Regional SWM Pond GTA Project No. 121294 

Date Photographed: May 2012 Photo Page 1 of 2 

Photograph 1:  View of the lake with “bubble” in the middle of pond. 

 
 

Photograph 2:  View of sinkhole between the pool and retaining wall. 
 

                                          
 



Canal Run – Regional SWM Pond GTA Project No. 121294 

Date Photographed: May 2012 Photo Page 2 of 2 

 
Photograph 3:  View of the sinkhole location (with a stick). 

 

Photograph 4:  Sinkhole in between the pool and the retaining wall.    
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Tested By: DV Checked By: AR

Client:

Project:

Project No.: Figure

Canal Run Homeowners Association, Inc.

Canal Run

121294

SYMBOL SOURCE

NATURAL

USCS
SAMPLE DEPTH WATER PLASTIC LIQUID PLASTICITY

NO. CONTENT LIMIT LIMIT INDEX
(%) (%) (%) (%)
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Dashed line indicates the approximate
upper limit boundary for natural soils
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LIQUID AND PLASTIC LIMITS TEST REPORT - ASTM D4318

H-1 1 0 N/A 23 40 17 CL

H-2 1 0 N/A 23 46 23 CL

H-3 1 0 N/A 23 35 12 CL
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Particle Size Distribution Report
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SIEVE PERCENT SPEC.* PASS?

SIZE FINER PERCENT (X=NO)

Soil Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: H-1 Depth: 0
Sample Number: 1 Date:

Client:

Project:

Project No: Figure

Brown, Sandy Lean CLAY trace Gravel
3/4"
3/8"
#4
#10
#40

#100
#200

100.0
96.5
94.1
88.2
82.0
73.8
64.5

23 40 17 N/A

2.5870 0.9739

CL A-6(9)

Canal Run Homeowners Association, Inc.

Canal Run

121294

PL= LL= PI= NM=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

* (no specification provided)

11/12/2012
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SIEVE PERCENT SPEC.* PASS?

SIZE FINER PERCENT (X=NO)

Soil Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: H-2 Depth: 0
Sample Number: 1 Date:

Client:

Project:

Project No: Figure

Brown, Lean CLAY with Sand trace Gravel
3/4"
3/8"
#4
#10
#40

#100
#200

100.0
96.5
95.2
94.3
90.5
83.5
74.5

23 46 23 N/A

0.3790 0.1739

CL A-7-6(17)

Canal Run Homeowners Association, Inc.

Canal Run

121294

PL= LL= PI= NM=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

* (no specification provided)

11/12/2012
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SIEVE PERCENT SPEC.* PASS?

SIZE FINER PERCENT (X=NO)

Soil Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: H-3 Depth: 0
Sample Number: 1 Date:

Client:

Project:

Project No: Figure

Brown, Sandy lean CLAY trace Gravel
2"

1.5"
1"

3/4"
3/8"
#4
#10
#40

#100
#200

100.0
100.0
96.4
94.9
89.7
86.2
82.3
75.1
62.7
53.3

23 35 12 N/A

9.9970 3.6356 0.1231

CL A-6(4)

Canal Run Homeowners Association, Inc.

Canal Run

121294

PL= LL= PI= NM=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

* (no specification provided)

11/12/2012




